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Tested by Approved Laboratory
Individual Stockpiles >5000 cu. yd.
Unbound Application

Leachable Lead >3.0 ppm
Total Lead >500 ppm

Bound in Concrete or Asphalt
Total Lead >4500 ppm

No Testing for Reused Mixture



Administration

All Records Maintained by Southwest 
District Construction and Materials

District Construction and Materials Engineer
Southwest District Headquarters
3901 East 32nd Street
Joplin, Missouri 64804
417-621-6500 



For More Information:

www.modot.org

1 888 ASK MODOT
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